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Applicant ：GEMBIRD EUROPE B.V.. 

 

 

 

 

 

 

 

 

 

 

 

 

 

                                                       

 

 

CHINA 

 

 

  

 

 

RM2216 DYNAMIC WORLD BLDG ZHENZHONG RD SHENZHEN CHINA  

Address ：Wittevrouwen, 56, 1358CD, Almere Haven, The Netherlands 

Manufacturer ：Gembird Electronics Ltd.   

Address ：Building B, ShiFeng Industry District, Huaning Road,

LongHuaDaLang Street,Baoan District, Shenzhen, China 

 

The following sample(s) was /were submitted and identified on behalf of the clients as ：                                     

Sample Name ：SPEAKER    

Trade ：  

Sample Model ：SPK-103, SPK-103-W, SPK-103-B 

Sample Received Date  ：Jan. 29, 2014 

Testing Period ：Jan. 29, 2014 To Jul. 03, 2014 

  

Test Requested  
：Selected test (s) in the selected parts as requested by client with the EU 

Directive 2002/95/EC (Latest directive 2011/65/EU) on the restriction of 
hazardous substances and Commission Decision 2005/618/EC-(RoHS 
Directive). 

  

Test Method ：Please refer to next page(s). 

  

Test Result ：Please refer to next page(s). 

 

 

Signed for and on behalf of  

  
                                                                                                                                             

Andy Zheng/ Technical Director 
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Sample Description A： 

 

No. Description Name 

1 Metal Metal Mesh 

2 Metal Metal Shell 

3 Plastic Switch 

4 Plastic Rubber Mat 

5 Metal Screw 

6 Plastic Silver Plastic  

7 Resistance 

Circuit 

Board 

Resistance 

8 Capacitance Capacitance 

9 Triode Triode 

10 IC IC 

11 Metal Solder 

12 Plastic White Ribbon Cable 

13 Paper 

Horn 

Paper Cone 

14 Metal Basin 

15 Metal Voice Coil 

16 Plastic Knebworth 

17 Metal Magnet 

18 Metal Solder 

19 Plastic Horn Red Line Skin 

20 Plastic Horn Black Line Skin 
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Sample Description B： 

 

No. Description Name 

21 Battery 

Lithium 

Battery 

Battery 

22 Plastic Red Line Skin 

23 Plastic Black Line Skin 

24 Foam Foam 

25 Metal 

USB Cable 

Metal Frame 

26 Plastic White Plastic 

27 Metal Gold Finger 

28 Plastic Black Plastic 

29 Plastic Black Line Skin Outside 

30 Plastic Red Line Skin Inside 

31 Plastic Black Line Skin Inside 

32 Metal 

Plug Wire 

Metal Plug 

33 Plastic Black Line Skin Outside 

34 Plastic Green Line Skin Inside 

35 Plastic Yellow Line Skin Inside 

36 Plastic White Line Skin Inside 

37 Metal Wire Core 

38 Plastic LED Light 
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Test Result(No.1): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.2): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.3): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.4): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.5): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.6): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.7): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.8): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.9): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.10): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.11): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.12): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.13): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.14): 
 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.15): 
 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.16): 
 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.17): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.18): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.19): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.20): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.21): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.22): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.23): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.24): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.25): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.26): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.27): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.28): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.29): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.30): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.31): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.32): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES 539 2 40000* 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.33): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.34): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.35): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.36): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 
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Test Result(No.37): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS -- -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS -- 5 -- 
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Test Result(No.38): 

 

Test Item(s) Unit Test Method (Reference) Result MDL Limit 

Cadmium(Cd) mg/kg IEC 62321:2008, ICP-AES N.D. 2 100 

Lead(Pb) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Mercury(Hg) mg/kg IEC 62321:2008, ICP-AES N.D. 2 1000 

Hexavalent Chrormium(CrVI) mg/kg IEC 62321:2008, UV-Vis N.D. 2 1000 

Sum of PBBs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromobiphenyl mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Sum of PBDEs mg/kg IEC 62321:2008, GC-MS N.D. -- 1000 

Monobromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Dibromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tribromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Tetrabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Pentabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Hexabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Heptabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Octabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Nonabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Decabromodiphenyl ether mg/kg IEC 62321:2008, GC-MS N.D. 5 -- 

Note： 1. mg/kg= ppm 

 2. N.D.= Not Detected(<MDL) 

 3. MDL = Method Detection Limit 

 4. -- = No Testing 

 

5.“*”=According to 2011/65/EU Annex,point 6-Lead as an alloying element is steel 

containing up to 0.35% lead by weight, aluminum containing up to 0.4% lead by weight 

and as a copper alloy, containing up to 4% lead by weight can be exempted. 
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Test Process: 

1. Test for Cd/Pb Content  

Weigh sample and 

Place in a conical flask 

 Add digestion 

reagent 

 Digest samples 

On hot plate 

 

                                                                   

 

Analyze by ICP-AES 

 

 
Make up with 

Deionized water 

 Transfer the digestive 

Solution into a 

Volumetric flask 

 

2.Test for Chromium(VI)Content 

Nonmetallic material 

Adding digestion reagent 
  Heating to 90~95℃ 

for extraction 

 
Filtration and PH adjustment 

 

DATA 

 

UV-Vis 

 Adding 

1,5-diphenylcarbazide for 

color development  

Metallic material 

Spot test 
Negative  Boiling water 

extraction  

 Adding 1,5-diphenylcarbazide for 

color development 

 

   

          positive 

 

DATA 

 A red color indicates the 

presence of Cr
6+

. If 

necessary, confirm with 

UV-Vis. 
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3.Test for Hg Contents 

Weigh sample and 

Place in a microwave 

Digestion vessel 

 
Add digestion 

reagent 

 Digest samples in 

Microwave 

Digestion oven 

 

Analyze by ICP-AES 

 
Make up with 

Deionized water 

 Transfer the digestive 

Solution into a 

Volumetric flask 

 

 

4.Test for PBBs,PBDES 

Cutting / Preparation 

 

Weigh sample  

 

Sample solvent extraction 

 

 

Analyze by GC-MS 

 

Fitration 

 
Concentration / Dilution 

of Extracted solution 
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Sample Photo: 

 

 

*** End of Report *** 


